
0 2 4 6 8 10 12

Neutron wavelength (Å)

0

1

2

3

4

5
C

oh
er

en
t 

el
as

ti
c 

cr
os

s 
se

ct
io

n
 (

b
ar

n
)

NB: This compares the crystal structure (space group, lattice, atom positions). Phonons/dynamics always taken from .ncmat file

Tm2O3_sg206_ThuliumOxide.ncmat
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