Coherent elastic cross section (barn)

3.0

N
ot

g
o

—
ot

=
o

o
ot

0.0
0

NB: This compares the crystal structure (space group, lattice, atom positions). Phonons/dynamics always taken from .ncmat file
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ZnS_sg216_Sphalerite.ncmat
Crystallography Open Database entry 1100043
Crystallography Open Database entry 1538617
Materials Project entry 10695
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